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請見下一頁.

台灣化學纖維股份有限公司 *CY/2010/41687A*

以下測試樣品係由客戶送樣, 且由客戶聲稱並經客戶確認如下：

台北市敦化北路201號後棟9樓 台化塑膠部

聚丙烯耐衝擊共聚物
B8001, BC03ZX, K3004, K3009AU, K3029, K7005, K7025, K8003,
K8005, K8009, K8025, K8050, K8065, K8802, K9003, K9010,
K9017, KP03B, T7002, T8002

2010/04/22 TO 2010/05/03

SGS Taiwan Ltd.
台灣檢驗科技股份有限公司 Chemical-Taipei    33 WuChyuan Road, Wuku Industrial Zone, Taipei County, Taiwan /台北縣五股工業區五權路33號           t + 886 (02)2299 3279      f + 886 (02)2299 3237   www.sgs.com

Member of the SGS Group (SGS SA)

Unless otherwise stated the results shown in this test report refer only to the sample(s) tested. This test report cannot be reproduced, except in full, without prior written permission of the Company.
除非另有說明，此報告結果僅對測試之樣品負責。本報告未經本公司書面許可，不可部分複製。
This Test Report is issued by the Company under its General Conditions of Service printed overleaf or available on request and accessible at http://www.sgs.com/terms_and_conditions.htm. Attention 
is drawn to the limitation of liability, indemnification and jurisdiction issues defined therein. Any holder of this Test Report is advised that information contained hereon reflects the Company’s findings 
at the time of its intervention only and within the limits of Client’s instructions, if any. The Company’s sole responsibility is to its Client and this document does not exonerate parties to a transaction 
from exercising all their rights and obligations under the transaction documents. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and 
offenders may be prosecuted to the fullest extent of the law.



測試結果

測試部位 NO.1 :

結果
NO.1

聚丙烯材質試驗 參考美國聯邦法規之藥物暨食
品管理(FDA)所規定之測試方
法,檢測聚丙烯材質

最大可萃取量 (正己烷, 迴
流, 2小時)

參考美國聯邦法規(CFR) Title
21, Pt 177.1520

- 1.66 6.4

最大可萃取量 (二甲苯,
25℃, 2小時)

參考美國聯邦法規(CFR) Title
21, Pt 177.1520

- 9.25 9.8%
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台灣化學纖維股份有限公司 *CY/2010/41687A*

法規
限值

白色塑膠粒

%

3. "-" = Not Regulated / 無規格值

備註： 1. 0.1wt% = 1000ppm；mg/kg = ppm
2. MDL = Method Detection Limit / 方法偵測極限值

通過

測試項目
方法偵測
極限值測試方法單位
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** 報告結尾 **
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