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HONAM PETROCHEMICAL CO., LTD.
634 Dokot-ri
Daesan-eup
Seosan-city
Chungnam  
Korea

To:

The following merchandise was submitted and identified by the client as :

SGS File No. :         AYAA11-38446

Product Name :           J-560S

Item No./Part No. : N/A

2011. 11. 28

2011. 12. 01to2011. 11. 29

Received Date  :           

Test Period                  :

Test Results :                  For further details, please refer to following page(s)

Test Performed : SGS Korea tested the sample(s) selected by applicant with following results.

SGS Korea Co. Ltd.

Jeff Jang / Chemical Lab Mgr

 Timothy Jeon
 Jinhee Kim
 Cindy Park
 Jerry Jung/ Testing Person
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Sample No. : AYAA11-38446.001

J-560SSample Description :

Item No./Part No. : N/A

N/AMaterials    :

Phthalates

Test Items Unit Test Method MDL Results

50US EPA 8061A , GC/MSDi-(2-ethylhexyl) phthalate (DEHP) N.D.mg/kg

50US EPA 8061A , GC/MSDi-n-octyl phthalate (DNOP) N.D.mg/kg

50US EPA 8061A , GC/MSDibutyl phthalate (DBP) N.D.mg/kg

50US EPA 8061A , GC/MSBenzyl butyl phthalate (BBP) N.D.mg/kg

50US EPA 8061A , GC/MSDi-isononyl phthalate (DINP) N.D.mg/kg

50US EPA 8061A , GC/MSDi-isodecyl phthalate (DIDP) N.D.mg/kg

50US EPA 8061A , GC/MSDi-ethyl phthalate(DEP) N.D.mg/kg

50US EPA 8061A , GC/MSDi-methyl phthalate (DMP) N.D.mg/kg

50US EPA 8061A , GC/MSDi-isobutyl phthalate (DIBP) N.D.mg/kg

50US EPA 8061A , GC/MSDi-pentyl phthalate(DPP) N.D.mg/kg

50US EPA 8061A , GC/MSDi-propyl phthalate(DPrP) N.D.mg/kg

50US EPA 8061A , GC/MSDi-cyclohexyl phthalate (DCHP) N.D.mg/kg

50US EPA 8061A , GC/MSDi-isooctyl phthalate (DIOP) N.D.mg/kg

50US EPA 8061A , GC/MSDi-n-hexyl phthalate (DNHP) N.D.mg/kg

50US EPA 8061A , GC/MSDi-n-nonyl phthalate (DNP) N.D.mg/kg

NOTE: (1) N.D. = Not detected.(<MDL)
(2) mg/kg = ppm
(3) MDL = Method Detection Limit
(4) - = No regulation
(5) ** = Qualitative analysis (No Unit)
(6) * = Boiling-water-extraction:  
        Negative = Absence of CrVI coating  
        Positive = Presence of CrVI coating; the detected concentration in boiling-water-extraction 
        solution is equal or greater than 0.02 mg/kg with 50 cm2 sample surface area.
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Picture of Sample as Received:

*** End ***

NOTE: (1) N.D. = Not detected.(<MDL)
(2) mg/kg = ppm
(3) MDL = Method Detection Limit
(4) - = No regulation
(5) ** = Qualitative analysis (No Unit)
(6) * = Boiling-water-extraction:  
        Negative = Absence of CrVI coating  
        Positive = Presence of CrVI coating; the detected concentration in boiling-water-extraction 
        solution is equal or greater than 0.02 mg/kg with 50 cm2 sample surface area.
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