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TAIRIPRO PP resin consolidated property data sheet
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Property Unit Test Method Test Condition
Y& FiTE B
Melt o/10 min ASTM 2301Cx2.16Kg 9.0
D-1238
Flow Index
Yy WL~ D =g
KB ey 0
Tensile Strength kg/cm? 23C 230
X D-638
at Yield
EEIRES
Tensile Elongation % ASTM 23C >200
D-638
at Break
E i
Flexural Kgfem? ASTM 23C 11000
D-790A
Modulus
i ASTM o
Hardness R-Scale D-785 23C 80
Izodﬁfggﬁﬁg ASTM 23°C 23°C 400
Izod kg-cm/cm D-256 18" = -
Impact Strength - -20C .4
HEW ASTM
Heat Deflection T D-648 at Uria/j?eéed 95
Temperature 4.6kg/cm?
Molding % I\I/JI;ES d 23C 1.4~1.8
Shrinkage
tbk = ASTM o e
Specific Gravity D-792 3CMC 0.90
) 21 CFR :
FDA Compliance Pt 177.1520 Yes
UL 94 All Color File: E162823 1/16"HB
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TEL * +886-2-27178355
FAX © +886-2- 2718-0358
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